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Ultrasafe ZoGEM Nanocarbon Ground Enhancement Material

Brand:ZoGEM

Resistivity test per specified by the customer.
29/04/2016

From: 02/05/2016 To: 03/05/2016

Resistivity test per specified by the customer.
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1 Resistivity Test Please see Annexure As in the "Annexure’
feorft

The average ambient conditions of the laboratory during the above test were as :

Note follows:Room temperature, deg C:28,Relative humidity, percent:65.
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L. Jayanthi Poluri Rajanikanth S.B. Nanda Kumar

SO Electrical « Scientist-SB(Electrical) Scientist-SC(Electrical) |
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1. Description of the sample :
a. Nomenclature : Stated to be Ultrasafe ZoGEM Nanocarbon Ground Enhancement Material.
b. Packing : Kept in a plastic bag

\

As requested, the sample was subjected to the Resistivity test and the results noted below.

2. Test
Density & Resistivity test Density kg/m® Resistivity Q-m
"Carried out on 20 cm cube box 1255 0.18
Note: y
The average ambient conditions of the laboratory during the above test were as follows
Room temperature, deg C 128
Relative humidity, percent : 65
N
o Tested% 3 Check.t?v/ Approved by
LA \ Y
L.Jayanthi PoluriRajanikanth S.B.Nandakumar
S.0O(Electrical) Scientist SB(Electrical) Scientist SC(Electrical)

“Note: 1. This Test Certificate or report may not be published for commercial purpose except in full, unless permission for the publication of an approved } 18
abstract has been obtained from the Director, National Test House, Taramani, Chennai.
Note: 2. This certificate applies only to sample tested.
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Issued to :M/s Infinite Electrotech Pvt Ltd
Address :No 30, Dhanagodi Raja Street, Ekkatuthangal,
Chennai 600097
Customer's Ref No. :Nil Date :07.06.2016
Register No & Date : 00501/NTH(SR)/CH(G)/2016/07/06/2016
Description of test item : One sample of Ultrasafe Zogen Ground Enhanced material,
about 500g in a cover.
Identification of test item : Nil
Product specification (if any) : Not specified
Date of receipt of the test item : 07.06.2016
Date(s) of performance of tests : From 10/06/2016 To 15/06/2016
Method(s) used for test : IS 2386 (P1);1963
Sampling procedure where relevant : NA
Tested by Checked by Approved by
B}\OVO’ N Q\;?}:/,- ( Q&\ } W
/\ﬂi = )b )6l
Bhavani Sudhir Sudhir K K - M Suresh Babu

Scientist SB(Chemical) Scientist SB(Chemical) Scientist SD(Chemical)
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Results of tests:

1 Water absorption, percent :0.86

2 pH : 8.8

Note : No comments offered in absence of declaration of any specification.

Remarks ; Nil
Tested by Checked by Approved by
e st
—  1bluhb
Bhavani Sudhir Sudhir K K ; M Suresh Babu

Scientist SB(Chemical) Scientist SB(Chemical) Scientist SD(Chemical)



